
Shrinkage curve in relation with thickness 

 

Shrinkage 

(mm) 

Example for tube 350 x 45 mm 

3 types of material 

 

Deepth of the 

groove(mm) 

 

 

 

 

 

Opening of the groove according the material 

 

 

 

 

 

10,3 mm 12,5 mm 17,0 mm 

45 mm 

8 mm 9,4 mm 9 mm 

1,5° 2° 5° 

P91 15Mo3 316L 

Groove 

angle 

according 

material 

and 

thickness 


